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Microperl  050-20-217

Beads manufactured of soda lime glass with no free silica.

SPECIFICATION

Silica


SiO2



70.0 – 73.0
% 

Soda


Na2O



13.0 – 15.0
%

Potash


K2O



  0.2 -   0.6
%

Lime


CaO



  7.0 - 11.0
%

Magnesia

MgO



  3.0 -   5.0
%

Alumina


Al2O3



  0.5 -   2.0
%



-  106 microns





100.0

%

-   90 microns





99.0 – 100.0
%

-   63 microns





90.0 – 100.0
%

-   45 microns





70.0 – 95.0
%



Surface Coating Type




217


















































































































